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LITEON Lab. LED COMPONENTS IES LM-80 TESTING 
RESULTS 

LTW-5630 series 

Axx series 

1. Information 

Last update: 2014/10/08 
Version: 1.3 
This LM-80 report is applicable to the following Liteon part number:  
LTW-5630AZLxx and LTW-5630AQLxx 

 
2. Test summary 

Test site: Liteon, TPE 
Sample size: 20 pcs 
Number of failure: 0 pcs 

 

Drive 
Current 

(mA) 

Temp. 
Ts(˚C) 

Test 
Duration 
(Hours) 

Reported / Calculated 
IES-TM21 Lifetime (Hours) 

L70 L80 L90 

180 55 10000 
>60,000 >60,000 >60,000 

1,252,000 783,000 370,000 

180 85 10000 
>60,000 >60,000 >60,000 

345,000 216,000 102,000 

180 105 10000 
>60,000 >60,000 >60,000 

205,000 128,000 60,000 

 

 
Liteon’s Internal LM-80 Testing 
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Exponential Burn-In Duration (hrs) 

55oC 0.18A

85oC 0.18A

105oC 0.18A


